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Fabric Specification 

 

Part Number:   90 IN30 059.000 Release Date: 9/1/16 

Description: Indura® Revision: 1.0 

 

Physical Property Value Test Method 

Composition 100% Cotton  

Construction 3 x 1 Shirting Twill  

Width 59”  

Weight 7.0 oz./yd2  

Ends / Picks (per inch) 96 / 40  

Stocked Color Medium Blue  

Test Results   

Tensile Strength (lbs.)                
Warp 
Fill 

 
90 
60 

ASTM D5034 

Tearing Strength (lbs.)               
Warp 

Fill 

 
7.0 
8.0 

ASTM D1424 

Shrinkage  (% Maximum) 3.0 
Federal Test Standard 

191A Method 5550 Warp 
and Fill 

Flammability                
After Flame, (seconds Maximum) 

Char Length (inches Maximum) 

 
2.0 
5.0 

ASTM D6413 

 
 

Test Results are actual lab data and are not to be used as specifications. 
Specifications are production targets.  Standard tolerances apply. 


